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Adjustment and stabilization
of coefficient of friction
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Improvement of corrosion resistance
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Improvement and unification of appearance
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Products

TR-701 JKZ% Water B - M 4S organo-mineral finish 0.08~0.13 471)7— Clear EEs AR HEEEK17 Low coefficient of friction for barrel plating
TR-700 7KZ% Water B - EWLES organo-mineral finish 0.12~0.18 1) 77— Clear [ElEsAlCEE Forbarrel plating
TR-730 7K% Water B - EH4E S organo-mineral finish 0.12~0.18 271) 77— Clear [El&5;81EF For barrel plating
TR-108 7KZ% Water B - S S organo-mineral finish 0.20~0.25 47') 77— Clear 1 - MEEmASmEAR High corrosion resistance
TR-735 7KZ% Water B - FHEE S organo-mineral finish 0.24~0.30 1) 77— Clear [EE5AlCEE For barrel plating
TR-736 7KZ% Water B - EHE S organo-mineral finish 0.20~0.25 71)7— Clear 2V ) R UFRSOIF IS Forbarrel plating and abrasion resistance
l\ﬁ%;:lbz%72 7K% Water B - EHEE S organo-mineral finish 0.20~0.25 71)77— Clear BlE5;8F For barrel plating
l‘ﬁ%;ih%75 7K% Water B - Ei%E4 organo-mineral finish 0.20~0.25 £ Black &8 Forbarrel plating
TR-170 7KZ% Water #EES/1) 7 Inorganicsilica 0.30~0.40 ') 77— Clear =U\AmERAEES Forbare spot
TR-711 7KZ% Water #HES/1)H  Inorganicsilica 0.30~0.40 71)7— Clear =U\AmERSEES Forbare spot
TR-712 7K Water H|S/1)h Inorganicsilica 0.30~0.40 71)7— Clear =U\VAEBSESES) Forbare spot
TR-713 7K% Water E|HS1)h Inorganicsilica 0.50~0.40 71)77— Clear =U\AERE#E S Forbare spot
TR-710 IR #|HES1) A Inorganicsilica 0.24~0.30 47) 77— Clear JEKZETHEME! High corrosion resistance
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TR-7 35 TR-71R€I) Is organic solvent baged topicoat.
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TR-700 TR-736 TR-711
g TR-730 High seal 272 TR-712
|  TR-701 | ' High seal 275 TR-713
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Cr(lll) conversion coating

We have a top coat for each coefficient of friction
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